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Client Name :  WENZHOU XUER PACKAGING CO. LTD
Client Address : 1186 TIMES AVENUE, LONGGANG CITY, ZHEJIANG PROVINCE, CHINA

Sample Name : PP MATERIAL
Item No. : NOT PROVIDED
Style No. : NOT PROVIDED

The above sample(s) and information were provided by the client.

SGS Job No. : NBHL2206012567CW - NB

Date of Sample Received : 27 Jun 2022

Testing Period : 27 Jun 2022 - 01 Jul 2022

Test Requested : Selected test(s) as requested by the client.
Test Method(s) : Please refer to next page(s).

Test Result(s) : Please refer to next page(s).

Result Summary :

Test Requested Conclusion
US FDA 21 CFR 177.1520-Extractable fraction PASS
US FDA 21 CFR 177.1520-Soluble fraction in Xylene PASS
US FDA 21 CFR 177.1520-Density at 23°C PASS

Signed for and on behalf of
SGS-CSTC Standards Technical Services Co., Ltd. Ningbo Branch

scan to see the report
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Sisie ?@’j

Sissie Peng
Approved Signatory
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Test Result(s) :

Test Part Description :

Specimen No. SGS Sample ID Description Material
(claimed by the client)
SN1 NGB22-015617.001  Transparent plastic film PP COPOLYMER

US FDA 21 CFR 177.1520-Extractable fraction

Test Method : With reference to US FDA 21 CFR 177.1520 (d)(3)(ii).
Simulant Used Time Temperature Max. Permissible Result of 001
Limit Extractable
fraction
n-hexane 2hr(s) 50°C 5.5% (w/w) 2.3% (wiw)
US FDA 21 CFR 177.1520-Soluble fraction in Xylene
Test Method : With reference to US FDA 21 CFR 177.1520(d)(4)(ii).
Test ltem(s) Limit Unit MDL 001
Soluble fraction in Xylene 30 % (wiw) 0.5 4.3
US FDA 21 CFR 177.1520-Density at 23°C
Test Method : With reference to US FDA 21 CFR 177.1520d(1).
Test ltem(s) Limit 001
Density at 23°C, g/ cm?® 0.85-1.00 0.892
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Remark:

(1) g/cm? = gram per cubic centimeter

(2) %(w/w) = percentage of weight by weight

(3) °C = degree Celsius

(4) hr = hour

(5) < = less than

(6) MDL = Method Detection Limit

(7) ND = Not Detected ( < MDL)
Unless otherwise stated, the decision rule for conformity reporting is based on Binary Statement for
Simple Acceptance Rule ( w=0) stated in ILAC-G8:09/2019.
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Sample photo:
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NGB22-015617.001
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SGS authenticate the photo on original report only

*** End of Report ***

Unless otherwise agreed in wrmng. this d t is i d by the C bject to its General Condltlons of Service prmted
overleaf, available on request or acc ible at http://www.s scomlenl'l'erms-and Conditions.aspx and, for tronic format doct
subject to Terms and Conditions for Electronic Documents a s www.sgs.com/en/Terms-an CondmonslTerms-e-Document ast
Attention is drawn to the limitation of liability, indemnification and jurisdiction issues defined therein. Any er o ocument is
advised that information contained hereon reflects the Company's findings at the time of its intervention only and wlthln the limits of
Client's instructions, if any. The Company's sole responsibility is to its Client and this document does not exonerate parties to a
transaction from exerclslng all their rights and obligations under the transaction documents. This document cannot be reproduced
except in full, without prior written approval of the Company. Any unauthorized alteration, for?ery or falsification of the content or
appearance of this document is unlawful and offenders may be prosecuted to the fullest extent of the law. Unless otherwise stated the
results shown in this test report refer only to the sample(s) test

Attention; To check the authenticity of testing /inspection reporl & certificate, please contact us at telephone: (86-755) 8307 1443,
oremail: CN.Doccheck@sgs.com

No.1177, Lingyun Road, Hi-Tech Zone, Ningbo, Zhejiang, China 315040 tE&E (86-574)89070249 WWW.Sgsgroup.com.cn

RE. T TREEHRXEEEIT77S  #45: 315040 tHL (86-574)89070271 tML (86-574)89070242 sgs.china@sgs.com
I

Member of the SGS Group (SGS SA)



	070512584961_0NGB22-015617-01_HG_NBHL2206012567CW_F_1
	070512584961_0NGB22-015617-01_HG_NBHL2206012567CW_F_2
	070512584961_0NGB22-015617-01_HG_NBHL2206012567CW_F_3
	070512584961_0NGB22-015617-01_HG_NBHL2206012567CW_F_4

